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HK YAX INT'L GROUP LTD  
1509# CHOICE PLAZA SOUTH GUANGZHOU MAIN ROAD, GUANGZHOU, CHINA 
 
The following sample was submitted and identified on behalf of the client as: 
 
 
One sample of beads(glass) in silver+black.  
 
 
Manufactory                                             :            HK YAX INT'L GROUP LTD  
 
 
Exported to                                              :            USA 
 
 
Sample Receiving Date : Jun 20, 2012  
 
 
Test Performing Period : Jun 20, 2012 ~ Jun 27, 2012 
 
 
Test Performed : Selected tests as requested by applicant. 
 
 
  *  *  *  * 
 
 
Test Results : Please refer to the next pages. 
 
 
 
 
 
Signed for and on behalf of 
  SGS-CSTC Ltd. 

 
_________________ 
Lily Wang 
Account Supervisor  
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Test Results: 
 
Total Lead Content 
  
Test Method: With reference to US EPA Method 3052:1996. Analysis was conducted by ICP-OEC. 
 

Result 
(mg/kg) 

 

1 2 

Lead (Pb) 21 17 

 
Note: ND = not detected  
 Detection Limit ＝5 mg/kg  

 
 
Test Part Description: 
1. Silver metal (ring). 
2. Black part w/ grey backing (ornament). 
 
 
 
 
 

*** End of Report *** 


